


Applications Low calcined Medium calcined Hard calcined

Engobes & Glazes

Digital Printing

Frits

Pigment

Tableware & Sanitary ware

Opacifi cation

Antislip

Calcined aluminaDry Hydrate
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Low calcined Hard calcined
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